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[57] ABSTRACT

A tape joint cement composition comprising an inert
filler, a poly(vinylacetate) binder and from 0.5 to
5.0% by weight based on the weight of the poly(vinyl-
acetate  of  poly(1,2-dimethyl-5-vinyl-pyridinium
methyl sulfate). A method of preparing a ready-mix
tape joint cement and a method of preparing a dry-
mix tape joint cement utilizing said compound are also
included.
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